
TABLE 5 SLIP ONSITE CATCH BASIN SEDIMENT SAMPLE RESULTSRESULT DRY WEIGHT

SL4CBSAMPLESXLSSL4CBSAMPLESXL SUMMDW

SQS CSL CB37 CB44 CB45 CB46 CB4
DATE

622104 121804 122204 1212204 220105
TOC PERCENT 474 246 974 104 57
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610 140 13000 27000 1300
BERIZOAPYRENE 200 140 15000 32000 1400
BENZOBFIUORANTHENE 480 180 15000 34000 3100
BENZOKFLUORANTHENE 320 180 15000 34000 1500
BENZOFLUORANTHENESBENZOFLUORANTHENE 800 360 30000 68000 4600
BENZOGHIPERYLENE 140 140 7300 16000 660
CHRYSENE 1000 290 20000 43000 2100
DIBENZOAHANTHRACENE 140 140 2700 5400 99
FLUORANTHENE 3600 410 31000 85000 4700
LNDENO123CDPYRENE 140 140 8600 19000 940
PYRENE 2600 290 23000 49000 3100
PBTHALATESPBTHALATE UGLKG DW
BIS2ETHYLHEXYLPHTHA 1600 3910 8800 30000 88
RUTYLBENZYLPHTHALATE 1300 430 490 1600 59
DIETHYLPHTHALATE 140 140 390 600 59
DIMETHYLPHTHALATE 280 850 620 1600 59

DNBUTYIPHTHALATE 140 140 1200 1600 59

DIRIOCTYLPHTHALATE 140 140 1200 1600 59
PCBSPCB 91KG DW
AROCLOR 1016 20 20 58 47 19
AROCLOR 1242 20 20 58 47 19
AROCLOR 1248 20 20 58 47 19
AROCLOR 1254

20 49 170 250 250
ARODOR 1260 20 180 300 430 77
ARODOR 1221 20 20 58 47 19U
AROCLOR 1232

20 20 58 47 19
TOTAL PCBSPCB

20 180 470 680 250
TPH MGKG
DIESEL

180 85 950 1900 98
MOTOR OIL 650 790 4700 4600 210

KCSIIP4 56310
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